CEPTU®IKAT BUMPOBYBAHb Ne 5-1288/1 Big 09.07.2024

INSPECTION CERTIFICATE
(EN 10204 - 3.1)

BupoSHuk / Producer KoHTpakT Ne Hara
Haasa nignpuemcrea nposegenns anapayii 3 oBpo6ku Contract UB/STTalog Date 2122008
Name of the facillty of processing operations
ToBapucTRO 3 o6MexeHol0 BignoBiAanLHicTIo
«AM3 KOMIHMET» Ykpaina, 49023 Mm.HHinpo,
Byn. AxHeHkIBCbKa, Bya. 7
Limited Liab"ity Company «DMZ KOMINMET» 7, ﬂOHOBHeHHH [0 KOHTpaKTy:
Yakhnenkivska St. 49023 Dnipro, Ukraine Addendum to the contract
Hassa kpalku nnaekv Ta-onepaulit 3 nepepobku: Yxpaina
Name of the country of melting and processing operations; Ukraine
Cnpmyxéaq. a.qpeca', kpafia / Consumer, address, country
MeTinBecT-CML| TOB
01010, M.Kuis, Byn.Octposbkux Knszis, BynuHok Na 8
[aTa BinBaHTaeHHs 5
Chip Date 156.07 2024
MatuuHa Ne S3amoenieHHs Ne 000004727 [Hara
Carriage APRIITON Order Date
! Bun Kin-cTb Micub
HaiimeHyBaHHs Ta kog Tosapy CraHpapT BaHTaXKY. M. Quantity of
Description and code of goods Standart Type of packages
package
CN CODE 730661 e
lMopoxHucTi 3BapHI Npodini 3 KOHCTPYKUIHUX cTanel DIN EN 10219-1: . Bundlas 7
XOnNoAHO-BUroTOBNEH! NPOMInkHI DIN EN 10219-2:2019
Cold formed welded structural hollow sections of non-alloy steel
Poamipu, Mm Kin.Tpy6 Kin
P : ; Maca, T
Homep Homep '\ggﬁ Dimensions, mm oA, metpls
T nnaseky , mt
naxeta ] e i T‘c’;:‘:::a JomxuHa Qty of Q'tty 5 Mass, m
; meters,

Package Ne Heat Na grade 0.D. of I.D. W.T. Length ng;s r: S Hs;-tro
3131711241 141552-9 8§235JRH 60x60 4,00 6 000 64 384 2,480 y
31317113-1] 141552-9 S5235JRH 60x60 4,00 6 000 64 384 2,496
31317111-2| 724288-1 S235JRH 60x60 4,00 6 000 64 384 2,467

"~ 31317108-1| 724298-1 S§235JRH 60x60 4,00 6 000 64 384 2,447
31317110-1] 724298-1 S§235JRH 60x60 4,00 6 000 64 384 2,462
31317116-1] 724298-1 S235JRH 60x60 4,00 6 000 64 384 2,471
313512694 624313 S§235JRH 80x80 3,00 6 000 42 252 1,691

Pasom : 426 2 556 16,514
Beworo & 426 2 5586 16,514 ]
[TpogoexeHHs [uBUCH 3 0BOPOTHOT CTOPOHN PTO
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CEPTU®IKAT BUNPOBYBAHb Ne 5-1288/1 Big 09.07.2024

INSPECTION CERTIFICATE
(EN 10204 - 3.1)

Pesynbtatn BunpoGysanb Test resuit
XiMiyHWi cknan % Chemical steel composition
Macosa YacTka anemeHTis, % Element mass fraction, %
N& HriEBi C (Mn| Si S P Cr{Ni[Cu| Ti As |Allsslich| Nb \% Mo N CEV
Hoat Ng X | x| x X X % b % X X X X X X X X
100{100|100| 1000 { 1000 [100!100{100| 1000 | 1000 1000 1000 | 1000 | 1000 | 1000 | 100
141562-9| 16| 38| 2,1 28 23] 4 i 1 1 15 3 4 91 234
724298-1| 16] 38| 2,1 28 23| 4] 1 1 1 16 3 4 9| 234
624313| 13| 37| 1,4 34 18 4 1 1 1 15 2 3 9 202
MexaHiuHi Bnactusocri o
Mechanical properties acc, Tex$:r‘]‘°.';:'qr' ?ga::trasocﬂ
EN ISO 6892-1 “EN1SO 1481 e
MpaHuLs Bupos- PoGota HepyitHis,
Homep| Homep HFI)]MHHOC paHuLs | yepng Temnep. | yoapy | Cnmo- | Posga- | 3run KOHTPORk [
naptif | nnasku T, e, aunpoBy |Activity of |WysaHHs | saHHs Nondest- gg R
g Elongation BaHb impact | Flatte- Bend- ructive p Hyﬂ
Lot Ne | Heat Ne Yielq | rensile A Test ning Drift over | inspection | "
strength strength | p L=5 65| temperat| KV test test test ENISO | e};tin
=80 ' 300/ |ENISO |ENISO |ENISO | 10893-2 By g
Reh Rm % T, “C J 8492 8493 8491 E4H °
Mla MMa v So,¢ %
1/ 141552-9 343 397 38 100
724298-1 338 392 37,5 100
2 624313 348 402 38,5 100
Mpumirtka: 1. BisyanbHuit KOHTPONb, MapKyBaHHs Ta nakysaHHs 6es aayBsaxeHsb.
Note: Visual inspection marking and packing - without remarks.

2. Posmipy Tpy6 B MeXax Lonyckis.
Pipe dimensions are permitted: DIN EN 10219 -2:2018
3. MapkysaHHs Ha Bupti / Marking on bundle tag
4. [eknapauis xapakrepucTvk sikocTi Ne $235JRH-CPR-01
fivB. Ha caiTi www,.dmzkominmet.com.ua
Declaration of quality properties Nr. $235JRH-CPR-01
see in the Site www.dmzkominmet.com.ua

Tpoaykuls BurotosneHa B Ykpaikl a HenerosaHo! cran! 6ea BUKOPUCTEHHR POCIACLKO! GHPOBHHM
Mpoaykylr nignasanack HacTynHkm onepaulam (nopiaka, opMysaHHs, ssapoBantn, kaniGpysaHHR/MpadintosarHs, plaaHHs, BUNPOOyBaKMA, NaKysaHHs)
3aaHaueH! B UsoMy AOKyMeHT! TpySH BIAnoBiAaIoTE 3a AKICTIO AiYUM CTaHAAPTAaM T8 YMOBAM KOHTPaKTY.

The product s produced In Ukraine non-alloy steel without using russian raw materials

The products were sublected to the following opsrations (cutling, shaping, welding, callbration/profiling, cutting, testi

The pipes specified in this document correspond lo the quality of the current standards and conditlons of tha é : ',.,_._.‘m-_
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